
Undercoating Diagram
Rust-preventive Treatments

indicates PVC coating areas.

NOTE:
• Coating thickness: 0.5 mm (0.02 in) MIN.
• Follow the above instructions for paint repair or refinishing.
• Avoid coating on the front and rear suspensions, and exhaust

system mount area.
• Items marked with an asterisk (*) on the important control areas.

Coating thickness 1 mm (0.04 in).

Unit: mm (in)
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